Certifications for welding electrodes covered by AWS A5.1-91 (Covered Carbon
Steel Arc Welding Electrodes) and AWS A5.5-96 (Low Alloy Steel Covered Arc
Wel di ng El ectrodes).

AWS El ectrode Test El ectrode’ s
Cl assification Dat e Trade Nane

Manufacturer - Airco Wel ding Products (Lincoln)
E- 8018-C3 3-12-02 Code- Arc 8018-C3 MR

Manuf acturer - Esab Welding & Cutting Products

E- 7018 3-15-02 Atom Arc 7018

E- 7018 3-15-02 Atom Arc 7018 SR
E- 7018 3-15-02 Atom Arc 7018-1
E- 8018- C3 3-15-02 Atom Arc 8018

E- 8018- W2 3-15-02 Atom Arc 8018W
E-11018-M 3-15-02 AtomArc T

Manuf acturer - Lincoln Electric Conpany

E-7018 10-01-01 Excal i bur 7018
E-7018- Al 8-01-01 Jet-LH 7018- A1 MR
E-7018 2-15-02 Jetweld LH- 75 MR
E-8018-C3 5-01-02 Jet-LH8018-C3 MR

Manuf acturer - Murex Wel ding Products (Lincoln)
E- 8018- C3 3-12-02 Murex 8018-C3 MR

Certifications for welding electrodes covered by AWS A5.18-93 (Carbon Steel
Filler Metals for Gas Shielded Arc Welding), AWS A5.28-96 (Low Alloy Steel Filler
Metal s for Gas Shielded Arc Welding), AWS A5.20-95 (Carbon Steel Electrodes for
Fl ux Cored Arc Welding) and AWS A5.29-98 (Low Alloy Steel Electrodes for Flux
Cored Arc Wel ding)

AWS El ect rode Test El ectrode’s
Cl assification Dat e Trade Nane Shi el di ng Gas

Manufacturer - Airco Wel ding Products (Lincoln)

ER70S- 3 2-04-02 Easy- Feed 3 CcO,
Manuf acturer - Esab Welding & Cutting Products
ER70S- 2- H4 3-26-02 Spool arc 65 CcO,
ER70S- 3- H4 3-26-02 Spool arc 82 “
ER80S- D2- H4 3-26-02 Spool arc 83 “
ER80S- D2- H4 3-26-02 Spool arc HI -84 “
E71T-1 3-15-02 Dual Shield Il 70 Utra “, 7T5%AR 25%CO,
E70T-1 3-15-02 Dual Shield 111AC Co,
E71T-1 3-15-02 Dual Shield 7000 “, T5%ARG 25%C0,
E81T1- W2 3-15-02 Dual Shield 8100W “
E81T1-N 1H4 3-15-02 Dual Shield Il 80 N 1H4 75Ar 25 CO,
E80T1-Ni 1 3-14-02 Dual Shield 88-C3 Co,

E71T- 1M T- 9M 3-15-02 Dual Shield 70 Utra Plus “, 7T5%AR 25% CO,



Certifications for welding electrodes covered by AW A5.18-93 (Carbon Steel
Filler Metals for Gas Shielded Arc Welding), AWS A5.28-96 (Low Alloy Steel Filler
Metal s for Gas Shielded Arc Welding), AWS A5.20-95 (Carbon Steel Electrodes for
Fl ux Cored Arc Welding) and AWS A5.29-98 (Low Alloy Steel Electrodes for Flux
Cored Arc Wel ding)

AWS El ect rode Test El ectrode’s
Cl assification Dat e Trade Nane Shi el di ng Gas

Manuf acturer - Lincoln Electric Conpany

ER70S- 3 2-04-02 Super Arc L-50 CcOo
ER70S- 6 7-02-01 Super Arc L-56 “
E70T-1 5-03-02 Qutershield 70 “
E70T-1 11-01-01 Qut ershield 70C “
E71T-1 12-03-01 Qutershield 71 “
E71T- 1H8 10-01-01 Qutershield 71MH “
E71T-8J 7-02-01 I nner Shield **NR-203M NA
E70T- 6 5-01-02 I nner Shield **NR- 305 NA
E71T-8 7-06-01 I nner Shield **NR-232 NA
E71T8- K2 7-02-01 I nner Shield **NR-203 NiC + NA
E71T8- K6 7-02-01 I nner Shield **NR-207 NA
E71T8-N 2 8-01-01 I nner Shield **NR-450-H NA
Manuf acturer - Murex Wel ding Products (Lincoln)
ER70S- 6 10-03-01 Murematic S6 “
ER70S- 3 8-23-01 Murematic S3 “
Manuf act uer - National Standard Conpany
ER70S- 3 12-28-01 NS- 101 CO,
ER70S- 6 12-28-01 NS- 115 “
Manuf acturer - Tri-Mark (Hobart)
E70T-1 8-08-01 ™ 72 CO,
E70T-5J H4 10- 24-01 TM 55 “
E71T-1 H8 1-28-02 Triple 7 “
E71T- 1MJ- H8 3-15-02 T™M 770 80Ar 20 CO,

E71T-1, E71T- 1M 2-21-02 Excel -Arc 71 C0,, 75AR 25C0,



Classifications for welding electrodes covered by AW A5.17-97 (Carbon Stee
El ectrodes and Fl uxes for Submerged Arc Wel di ng)

AWS Flux Classification Test Date El ectrode Fl ux

Manuf acturer - Esab Welding & Cutting Products
F7A2- EML2K- H8 3-26-02 Spool arc 81 Uni onnel t 429

** Shel f Shi el di ng

Classifications for welding electrodes covered by AW A5.17-97 (Carbon Stee
El ectrodes and Fl uxes for Subnmerged Arc Wel di ng)

AWS Flux Classification Test Date El ectrode Fl ux

Manuf acturer - Lincoln Electric Conpany

F6A2- EL12- H8 8-01-01 L- 60 860

F6A2- EL12 2-04-02 L- 60 760

F7A2-EL12 7-02-01 L- 60 761

F7A2- EML2K 1-07-02 L-61 780 Single Pass
F7A2- EML2K 2-04-02 L-61 860

F7A2- EML2K 1-07-02 L-61 960

F7A0- EML3K 8-01-01 L-50 781 Single Pass
F7A5- EML3K- H3 8-01-01 L-50 880M

F7A6- EML3K- H3 7-20-01 L-50 882

F7A6- EML4K- H3 8-01-01 LA-71 880M

Classifications for welding electrodes covered by AWS A5.23-97 (Low All oy
Steel El ectrodes and Fl uxes for Submerged Arc Wel di ng)

AWS Flux Classification Test Date El ectrode Fl ux

Manuf acturer - Lincoln Electric

F7A4- EML2K- Ni 1- H8 9-12-01 L-61 AXXX10
F7A2- ENi 1K- Ni 1- H8 2-04-02 LA-75 860
F8A2- ENi 1K- Ni 1- H8 1-07-02 LA-75 960



